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Abstract

The purpose of this AASERT-sponsored research is to study the morphological
stability of Ni(Al)/Ni3Al nanoscale layered materials, as a function of interfacial
orientational relationships, columnar grain dimensions, bilayer thickness, applied stress,
and temperature. This final report describes our efforts over the course of the project to
study the morphological stability of Ni(Al)/Ni3Al multilayer thin films that are heated to
elevated temperature for prolonged periods. This area, when coupled with the objective
of the parent project to optimize plastic strength in such materials, represent two critical
design areas for nanoscale materials.

This final report describes our efforts to both model the thermal stability of
Ni(Al)/Ni3Al nanoscale layered materials and to conduct experiments to determine the
temperature and time scales over which the layered morphology in such materials may
break down.

Research Objectives

The research objectives are two-fold. The first is to conduct experiments to
determine the morphological stability of Ni(Al)/Ni3Al layered materials. The second is
to report on existing models of morphological stability and to apply appropriate models
to this system.

Summary of Research Findings and Activities
Fabrication of Ni(Al)/Ni3Al Multilayer Thin Films

Multilayer Ni(Al)/Ni3Al thin films in free standing, dogbone-shaped geometries
were produced by Gregory Thompson and Jason Fain, the supported AASERT students
on this project. The fabrication work progressed to the point that, for the first time
known to the investigators, y-Ni(Al)y'-Ni3zAl multilayers have been produced by
magnetron sputtering. Fig. 1 shows the Ultra-High Vacuum magnetron sputtering
apparatus used to fabricate the samples. Samples with individual layer thicknesses
ranging from 20nm/20nm to 120nm/120nm have been produced and two textures, <001>
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and <111>, normal to the interfaces have been achieved. A base pressure of 5 x 10-8 torr
with a backfilled Argon pressure of 2 x 103 torr, and 200W of DC power was used for
all samples. A <111> texture was achieved by using (100) single crystal Si substrates
with a 200nm oxide and deposition temperatures ranging from 200C to room
temperature. The same texture was also achieved by using a (100) single crystal NaCl
substrate at ambient temperature. A <001> texture was obtained by using a (100) single
crystal NaCl substrate, but at a deposition temperatures greater than 450C. Figure 2
shows an example of a <001> 120nm/120nm multilayer thin film, as produced.

Fig. 1: View of the Ultra-High Vacuum Magnetron
Sputtering Apparatus at Chio State
University used to fabricate the
Ni (Al) /Ni3Al multilayer thin films.

2/22



P.M. Anderson and H.L. Fraser—Final Report—F49620-97-1-0439
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Fig. 2: Cross sectional SEM micrograph of a <001>
120nm/120nm Ni (Al) /Ni3Al multilayer thin
film as produced by UHV magnetron
sputtering.

e Effect of Laver Thickness re_on Mo ogical Stability of Ni(Al)/Ni3Al
Multilaver Thin Films r 101 hours

Figures 3 to 6 display the SEM micrographs of polished y-Ni(Al)/y'-Ni3zAl samples
after heating at 800C for 101 hours in an Argon atmosphere. The results indicate that all
multilayers tested show the tendency for layers to pinch off. This is evident in Fig. 3,
where layers are pinched off at several locations. An overall comparison reveals that, for
a given expitaxy, 20nm/20nm multilayers suffer this instability more rapidly than
120nm/120nm multilayers. Further, the <111> epitaxy cases (see Figs. 5 and 6) display
a more rapid instability than <001> cases with comparable layer thickness (see Figs. 3
and 4). Thus, the <001> 120nm/120nm case (Fig. 3) was the most resistant to pinching
off while the<111> 20nm/20nm sample (Fig. 6) was the least resistant.

The <001> 20nm/20nm micrograph (Fig. 4) is unique among those shown, in that
morphological breakdown resembles a cuboidal particulate microstructure. Significant
coarsening of grains has occurred, since the average particle size is many times the 20nm
dimension of the individual layers from which they were produced.
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Layer Direction

AccV Spot Magn  Det WD p————— 2um

2.0 12829x BSE 7.6 11 HT 800

Morphology of a <001> 120nm/120nm Y-
Ni (Al) /y'-Ni3Al multilayer after heating to
800C for 101 hours in an Argon atmosphere
(#11-10) . Note the concerted pinching off
of several y'layers along a vertical
direction through the multilayer.

. 3 A

Morphology of a <001> 20nm/20nm y-Ni (Al) /y'-
Ni3Al multilayer after heating to 800C for
101 hours in an Argon atmosphere (#13-3).
Note the particulate morphology forming
from the remnants of layers.
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Layer Direction

et Wb p———————— 2um
128 BSE 7.8 |1 HT 800

Morphology of <111> 120nm/120nm y-Ni (Al) /y'-
Ni3Al multilayer after heating to 800C for
101 hours in an Argon atmosphere (#10-4).

Note the alignment of particles reminiscent
of the layered structure.

AccV  Det
15.0kv BSE 9.0 12 HT 800

Fig. 6:

Morphology of <111> 20nm/20nm y-Ni(Al) /y'-
Ni3Al multilayer after heating to 800C for
101 hours in an Argon atmosphere (#12-7).
Note that significant coarsening has
occurred, since the particles are several
time the initial layer thickness.
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e Effect of Elevated Temperature on the Morpho 12 12 (AL)/Ni3Al
Multilayer Thin Films with <001> Texture

The <001> 120nm/120nm multilayers were identified for further study, since they
exhibited more resistance to layer breakdown than the 20nm/20nm <001> multilayers
and corresponding <111> texture multilayers. Figures 7 to 10 show the different
morphologies obtained when 120nm/120nm Ni(Al)/Ni3Al multilayers with <001> texture
were heated in an Argon atmosphere to different temperatures for 20 hours. Figure 7
clearly shows the pinching off of the Ni3Al layers at numerous locations. The columnar
microstructure offers numerous locations for pinching off along grain boundaries, but the
micrograph indicates a clear preference for pinching off along a subset of grain
boundaries. These preferred boundaries appear to be aligned across a large portion of the
multilayer. It is unclear whether this concerted pinching off process is a result of the
continuation of particular high energy columnar grain boundaries through the multilayer
thickness or whether the process is due to a kind of shedding of instability from one
pinched off layer to the next. Figure 8 displays results for 900C for 20 hours and has
similar features to that for 800C. The co-operative pinching off process through the
thickness of the is even more pronounced at this temperature and time, and the strong
pinch off locations appear to have a periodic in-plane spacing. Large, multiple-layer
regions of Ni(Al) and NijAl has formed, indicating the onset of coarsening.

Figures 9(a) and (b) show the resulting microstructure after 20 hours at 1000C.
Figure 9(a) has a bimodal distribution of cuboidal NizAl particles, with the larger
particles on the order of 200 to 400 nm in edge length and the smaller particles an order
of magnitude smaller in size. Other regions of the same multilayer thin film show
coarsened regions as large as 2microns in size along with strings of Ni3Al particles that

AccV Spot Méan Det WD Exp F—————— 1um

250KV 5.0 23076x BSE 101 1 Ni/NIBAI 800C 20hrs

Fig. 7:  Morphology of <001> 120mm/120nm y-Ni (Al) /y' -
Ni3Al multilayer after heating to 800C for
20 hours (from Denman presentation).
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are the remains of prior Ni3Al layers. The morphology after 20 hours at 1100C (Fig. 10)
shows an even larger density of Ni3Al precipitates than at 1000C (Fig. 9a). The cuboidal
morphology is well developed and displays a strong (001) epitaxy to the surrounding
Ni(Al) matrix. The clusters of particles with a common orientation indicate that the thin
film is polycrystalline with matrix grain sizes that are a large fraction of the total thin film
thickness. '

Acc.VuhSpot Magn Det WD Exp FH— 2pm
250kv 5.0 10154x BSE 169 1 NifNi3AI {001] 900C 20hrs

Fig. 8: Morphology of a <001> 120nm/120nm Y-
Ni(Al) /¥'-Ni3Al multilayer after heating to
900C for 20 hours in an Argon environment
and cooling to room temperature (from
Denman presentation) .

AccV SpotMagn Det WD Exp F—————— 2pm
250KV 50 9813x BSE 165 | NifNi3AI[001] 1000C 20hrs

Fig. 9(a)
Fig. 9(a): See caption below.
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4

. v .
AccV  Spot Magn Det WD Exp F——— 2um
2560kv 50 98I3x BSE 102 1 Ni/NiSAI [001] 1000C 20hrs

Fig. 9(b).

Fig. 9: Two distinct morphologies (a) and (b)
observed in a <001> 120nm/120nm y-Ni(Al) /y'-
Ni3zAl multilayer after heating to 1000C for
20 hours in an Argon environment and
cooling to room temperature (from Denman
presentation).

AccV SpotMagn Det WD Exp F—————— 2um
250kv 5.0 105i3x BSE 100 1 NifNi3AF {001 1100C 20tus

Fig. 10: Morphology observed in a <001> 120nm/120nm
y-Ni (Al) /¥'-Ni3Al multilayer after heating
to 1100C for 20 hours in an Argon
environment and cooling to room temperature
(from Denman presentation) .

ct of Heating Ti iti Morpho 120nm/120nm
Nl(Al )/Ni3Al Multilayer Thin F;lmg m <0QI > Zexzurg

The motivation for this study stemmed from the observation that the bi-modal
distribution of particles observed for the 1100C heat treatment (Fig. 10) may be due to
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the solutionizing and precipitation of the Y'-Ni3Al phase, rather than simply a change in
shape of the y'-Ni3Al phase. Figures 11, 12, and 13 show the resulting morphologies for
120nm/120nm Ni(Al)/Ni3Al multilayers with <001> texture that were heated to 1100C
for 5 hours, 10 hours, and.20 hours, respectively. The 5 hour sample was air cooled and
the 10 and 20 hour samples were furnaced cooled. Figure 11 provides strong evidence
that these multilayered samples are solutionized after 5 hours at 1100C. It appears that
solutionizing in these multilayers occurs at least 100C below the solutionizing
temperature indicated in the Ni-Al phase diagram (Fig. 19). In particular, our Ni(Al)
target was selected to have a composition of about 87at% Ni, so that the volume fraction
of the Ni(Al) phase would be approximately 50% at 800C, based on the Ni-Al phase
diagram. In that case, the temperature for solutionizing is predicted to be at least 1200C,
compared to the solutionizing observed here at 1100C. The decrease in solutionizing
temperature in strained multilayer thin films is consistent with the expectation that large
strain energy densities associated with strain layer epitaxy and the numerous interfaces
and grain boundaries can shift the temperature for phase transformations {1].
Figures 12 and 13 show the effect of holding the <001> 120nm/120nm Y-

Ni(AD/y'-NizAl multilayers for 10 and 20 hours, respectively, in an Argon environment

and then cooling slowly in the furnace. Neither case shows remnants of any of the layers
in the as-sputtered structure. Rather, one observes a bi-model distribution of cuboidal y'-
NisAl particles that is characteristic of slower cooling from a solutionized system. The

distribution and volume fraction of Y'-Ni3 Al particles appears to be more uniform for the

20 hour case, and suggests that there are differences in the uniformity of composition
after holding the sample at 10 hours versus 20 hours at 1100C.

AccV Spdt Maqnb Det WD Exp P 2pm
250KV 5.0 10548x BSE 10.0 1 NIfNi3AI (00T} 1 100C Shrs

' Fig. 9(b).

Fig. 11: Observed morphology of a <001> 120nm/120nm
y-Ni (A1) /y'-Ni3Al multilayer after heating
to 1100C for 5 hours in an Argon
atmosphere, then air cooling (from Denman
presentation) .’
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AccV SpotMagn Det WD Exp 1 2pum
2 0Okv 50 10230x BSE 102 1 NifNi3AI[001] 1 100C 10hes

Fig. 12: Observed morphology of a <001> 120nm/120nm
y-Ni(Al) /y'-Ni3Al multilayer after heating
to 1100C for 10 hours in an Argon
atmosphere, then furnaced cooling (from
Dernman presentation).

AccV  SpotMagn Det WD Exp F———— 2pm
25.0kv 5.0 10513x BSE 100 1 NifNi3A1 {001] 1100C 20hus
Fig. 13: Observed morphology of a <001> 120nm/120nm
Y-Ni (Al) /¥'-Ni3Al multilayer after heating
to 1100C for 20 hours in an Argon
atmosphere, then furnaced cooling (from
Denman presentation) .
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ModelingLayer Breakdown based on Minimization of Interfacial and Grain Boundary

Energies

It is well known that capillary forces affect the shape of a liquid vapor surface and
the wetting of a solid by a liquid, by serving to minimize the excess free energy of the
relevant liquid-vapor or liquid-solid interfaces. The same principles apply to a solid-solid
interface and they have been used to determine conditions for the stability of multilayered
materials [2, 3]. The concept is that the morphology of a laminate will evolve toward a
geometry that minimizes the sum of interfacial grain boundary free energies. However,
this approach neglects the elastic energy changes associated with redistribution of phases
in systems with misfit/thermal strains or an applied macroscopic strain. The rationale
proposed for neglecting these terms is that diffusional flow at elevated temperatures will
serve to reduce elastic energy over time.

The layer geometry shown in Fig. 14 is considered relevant to modeling
multilayered samples. It assumes that columnar grains within a layer are stacked on top
of one another. Prior to any elevated temperature excursion, each layer may be thought
of as an array of square prisms with in-plane width w and height t. Thus, Fig. 14 is only
a two-dimensional cross section of the structure. Upon heating, there will be a tendency
to reduce area defect content and the layer with the larger grain boundary energy (layer
type 1 in Fig. 14) will begin to pinch off. A basic equilibrium condition for the node
shown in Fig. 14 is

2Yjpc0s0+y,—-Y; =0 1)

where ¥;,, Y2, and y; are the energies per unit area of the interface, grain boundary in
phase 2, and grain boundary in phase 1, respectively.

Fig. 14. Schematic of the energetic grain boundary
and interfacial forces tending to pinch off
layers [4].

11/22




P.M. Anderson and H.L. Fraser—Final Report—F49620-97-1-0439

The stability issue amounts to determining the critical depth to which a groove will

penetrate into layer type 1 before the equilibrium grooving angle 6 is reached. To do so,
the areas of interfaces and grain boundaries are varied to reach a minimum in area defect
energy, subject to the constraint that the volume of a grain ¢ cannot change. The analysis
predicts a critical initial aspect ratio, t/w, of columnar grains, below which the layer will
pinch off. Clearly, stable multilayers are more likely when the magnitude of (y; -
Y5)/2Y15 is small. If this ratio exceeds 1, then there is'no equilibrium O possible and
inStability is predlcted for all Yw. In the limit of (i - 2)/2712 = 0, multilayers with any
t/w are predicted to be stable and for (y - 72)/2712 2 1 no multllayers are predlcted to be
stable.
‘ Another geometry (not shown) with staggered placement of columnar grains in
one layer relative to another, introduces a different mode of instability in which both
layer types may pinch off. Although this geometry is not expected in as-deposited
samples, grain boundaries may migrate to this staggered configuration at elevated
temperature. The driving force to do so occurs since the area of the lower energy grain
boundary (assumed to be y, in Fig. 14) can be reduced significantly if the staggered
geometry is adopted. The limiting scenarios for the staggered geometry are that all t/w
are stable when v,/2y;, and Y,/2y;, approach 0, and no values of t/w are stable when
either ¥;/2Y;, or Y,/2Y,, approach or exceed 1.

Table I: Grain Boundary and Interfacial Energies in mJ/m2

Quantity Exper. Theor. Value used
’ in Fig. 15

| Ygb(Ni) 866 [5] 1210 [6]

_ng(Al) 325 [5]

| Ygb(Ni(AD) : 866
Ygp(NizAl) 1260 [6] 902
Yywyinterface | 10-20 [7] :

200[8]
Prediction of Stability for y-Ni(AL)/y-Ni3Al Multilayers based on Minimization o,

and Interfacial Energies

Figure 15 shows the predictions of the Josell theory to y-Ni(Al)/y-NizAl
multilayers. Regions of stability and instability to pinching off of y'(NizAl) layers are
shown as a function of columnar grain aspect ratio and energy of the y/¥' interface. The
plot is based on estimates of 866 mJ/m?2 for a y-Ni(Al) grain boundary and 902 mJ/m2 for
a NizAl grain boundary. They are obtained using both experimental measurements and
theoretical predictions of grain boundary energies as summarized in Table I. There are
no experimental or theoretical values for Yo, (Ni(Al)). However, estimates for vy, b(Ni)
range from an experimental value of 866 mJ/m2 to a theoretical value of 1210 mJ/m2
We approximate y b(Nl(Al)) =y b(Nl) = 866 mJ/m2, and use the experimental value
since the theoretlcal estimate appears to be an overestimate [9]. ‘A corresponding value
Ygb(Ni3Al) = 902 mJ/m2 is adopted in Fig. 4, based on the observation that the
theoretlcal value of ¥'gp(Ni3Al) in Table I is approximately 4% larger than the theoretical
value of ‘ng(Nl)
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The stable versus unstable nature of y-Ni(Al)/y'-Ni3Al multilayers depends on the
value of interfacial energy. The most striking effect is that estimates of interfacial energy
reported in Table I range from (10 to 20) mJ/m2 for coherent <001> interfaces in y-
Ni(AD/y'-Ni3Al superalloys with cuboidal particles (e.g., see Fig. 20a) to 200 mJ/m2 for
semicoherent interfaces in rafted y-Ni(Al)/y'-Ni3Al structures (e.g., see Fig. 20b). Thus,
the stability diagram in Fig. 15 predicts that if interfaces are semicoherent, then y/y'
multilayers with grain boundary aspect ratios t/w > 0.1 would be stable. For comparison,
multilayers with coherent interfaces, with Yyyinterface ~ 20mJ/m2, are predicted to be
unstable for all t/w shown.
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Fig. 15: Stability diagram for pinching off of y'-
Ni3Al layers in y-Ni(Al)/y'-Ni3Al
multilayered samples, based on columar

grain boundary energies of 866 and 902
mJ/m? for y-Ni(Al) and y'-Ni3Al layers,

respectively.
Modeling Layer Breakdown based on Minimization of Interfacial and Elastic Strain Energies

Sridhar et al. [10] consider instability of multilayers based on the computation of
the elastic energy and interfacial energy of multilayered systems which are perturbed
from a flat interfacial morphology. The analysis includes the change in elastic energy of
layered structures with elastic misfit between layers but neglects the contribution from
changes in energy of columnar grain boundaries. Stability for multilayered systems is
described in terms of the misfit strain ¥, mismatch o, = (E; - Ex)/(E; + E,) in Young's
moduli of the two alternating layer types in the multilayer, and volume fraction f of layer
type 1. Figure 16 shows the stability predictions for a multilayer of alternating layer
types 1 and 2, with equal layer thickness (f = 0.5). The vertical axis is the ratio of the
isotropic eigenstrain (i.e., misfit strain) in phase 1 divided by the in-plane macroscopic
strain on the multilayer. The horizontal axis is the elastic mismatch. Regions in which a
flat interface is predicted to be stable are shaded and marked with an “s”. Over a large
range of applied tensile strain, the layered morphology is stable provided the elastically
stiffer phase has a positive eigenstrain. Equivalently, stability is predicted when the
elastically softer phase has a negative eigenstrain. In the absence of any macroscopic
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NijAl layers in Y-Ni(Al)/y'-Ni3Al
multilayered samples, based on appllication
of a model by Sridhar et al. [10].

applied strain, the ordinate goes to +/- infinity and stability is predicted for all
combinations of elastic mismatch and eigenstrain.

Prediction of Stability for y-Ni(Al)/y-Ni3Al Multilayers based on Minimization of Interfacial
and Elastic Energies -

The stability diagram in Fig. 16 requires information about the eigenstrain,
modulus mismatch, and volume fraction of the multilayer system. All of these quantities
are expected to change with temperature. In particular, Fig. 17 shows the evolution of
lattice parameter with temperature for they and y' phases. Based on the information for
the [001] direction, the y' phase is predicted to have the larger lattice parameter below
approximately 800C, and the reverse is true above 800C. Thus, if the y' phase is taken to
be the “1” phase in Fig. 16, then the eigenstrain is positive.

Information about the evolution of Young’s modulus with temperature is shown in
Fig. 18. In particular, Ni has a larger elastic modulus below approximately 600C and the
reverse is true for T > 600C. Therefore, the mismatch parameter o is expected to be
negative at room temperature and to reverse sign at 600C.
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Fig. 20: NASAIR 100, a commercial Ni-base
gamma/ganmmaprime alloy (a) as produced and
(b) after 100 hours at 1000C and 140MPa
tension [14].

Finally, the phase diagram information in Fig. 19 shows that the equilibrium
volume fraction of y' is predicted to decrease with increasing temperature. Thus, the
stability plot for f = 0.5 in Fig. 16 is only valid at a specific temperature and results for
smaller values of f should be used as the temperature is increased.

Based on the information in Figs. 17-19, a line as shown in Fig. 16 can be
constructed to indicate the stability of a y/y' multilayer with increasing temperature. At
smaller temperature, the stability of a multilayer under a small tensile strain is determined
by the portion of the line in the upper left-hand quadrant of the diagram. There, stability
is predicted provided the tensile strain is not more than approximately 40% of the
eigenstrain. At approximately 600C, the line is predicted to cross from the upper-left to
the upper-right quadrant, where stability is predicted also. At 800C, the line is predicted
to cross from the upper-right to the lower-right quadrant and become unstable. At even
larger temperatures, the multilayers may or may not be stable, depending on whether the
stability region in the lower-right quadrant can be reached. Stability maps for smaller
volume fraction show that this stability region shrinks with decreasing volume fraction, f,
of phase 1 (Y'), so that at f = 0.25, the lower right-hand portion of the line is unlikely to be
in a stable region. Thus, predictions based on elastic and interfacial energy suggest the
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multilayer will move between stable and unstable regions as the temperature and applied
strain is varied.

Based on this model, an increase in applied macroscopic strain will decrease the
slope of the stability line drawn in Fig. 16. This slope decrease would increase the
temperature range over which the multilayer is unstable in the upper-left and lower-right
quadrants.

Conclusions

Multilayers consisting of alternating 20nm/20nm and 120nm/120nm layers of y-
Ni(Al) and y'-Ni3Al appear to be inherently unstable to pinching off of y'-NizAl layers
when held at 800C for 100 hours. However, the rate at which pinching off occurs is
larger for 20nm/20nm than for 120nm/120nm layer thickness, and much larger
forsamples with <111> compared to <001> crystal orientation to the interface normal.
Additional testing on <001> 120nm/120nm layers indicates that the layers are also
unstable at 900C, 1000C, and 1100C. A surprising result is that solutionizing of the
multilayers occurs at 1100C, which is at least 100C lower than that predicted by the Ni-
Al phase diagram (Fig. 19).

Two models are discussed to help understand the instabilty and to identify regimes
in which the multilayered structure may be stable. The Josell model is based on a trade-
off of interfacial and grain boundary energies and it predicts that <001> multilayers with
120nm/120nm thickness should be stable while 20nm/20nm should not be stable, due to
the large difference in interfacial energy expect for coherent versus semi-coherent
interfaces. An important feature of this model is that multilayers with needle-like
columnar grains should be more stable than pancake type grains.

The Sridhar et al. model considers the trade-off in interfacial energy and elastic
energy. The latter is due to mismatch in lattice parameter, mismatch in elastic moduli,
and application of a remote in-plane strain. Based on a survey of changing lattice
parameters, elastic moduli, and equilibrium volume fraction with temperature and their
insertion into the model, the prediction is that y/y' multilayers should be stable at low
temperature and become unstable in the vicinity of 600C. The multilayers are then
predicted to be stable between 600 and 800C, beyond which they are unstable to at least
1000C.

Neither model appears to capture all of the relevant features needed to understand
stability in this system. The Josell model documents the geometric advantages that
needle-like grains provide in suppressing grooving but does not contain information
about the effect of elastic energy. Conversely, the Sridhar et al. model contains no
information about columnar grain boundary structure but it does incorporate elastic
energy.

Future work is suggested in the following areas. First, the stability of stressed
multilayers should be studied at varying temperatures and stress magnitudes. It is well
known that stress at elevated temperatures can induce rafting, in which a cuboidal
microstructure changes into a layered morphology, as shown in Fig. 20. Neither of the
existing models reviewed here has the capacity to explain the stability of the layered
microstructure under an applied stress. Thus, the second suggested effort is to adopt a
numerical simulation of the stability process, via a phase-field approach, for example, to
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more accurately predict the features of a multilayered structure with columnar grain
boundaries. Finally, an important experimental avenue to pursue is the deposition of a
third phase or element at interfaces, which will serve to pin interfaces and slow down the
process of thermal grooving. ' '
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